LUBRIPORT
LABORATORIES
INC.

1650 AIRLINE DRIVE
KENNER, LA 70062

(504) 464-1734

INVOICE NO.
REPORT DATE:
DATE SAMPLE REC’D:
PRODUCT
LAB NUMBER
DATE SAMPLED
VISC. SUS @ 210 F
VISC. KIN @ 210 F
TBN (D2896)
PENTANE INSOLUBLES
WATER BY DIST.
_SAE WEIGHT _
DILUTION
METALS _IRON
IN  SILVER
_PPM  ALUMINUM
CHROMIUM
_ COPPER
MAGNESIUM
SODIUM
NICKEL
LEAD
SILICON
TIN
'TITANIUM
BORON
_BARIUM _

MOLYBDENUM

VANADIUM
ZINC
MANGANESE
CALCIUM
PHOSPHORUS

NEW ORLEANS PUBLIC
BELT RAILROAD
JOSH HARPER

SERIOUS PROBLEM
UNLIKELY. SLIGHT
DECREASE IN WEAR
AND CONTAMINATION
FOUND.

LL-62971
JUNE 26, 2018
JUNE 5, 2018
LUBE OIL
6-299
5/2/18
74.6 SECS.
14.16 CST.
7.5
@.2%
@.2%
4@ WT.
@.5%
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LOCO 1001
ENGINE

RISE IN BOTH IN-

SOLUBLES AND WEAR
METALS FOUND. RE-
SAMPLE SUGGESTED.

LL-65216
SEPTEMBER 18, 2019
AUGUST 29, 2019
LUBE OIL
8-957
5/7/19
73.9 SECS.
13.98 CST.
7.7
?.4%
0.1%
4@ WT.
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CP #057

RISE IN WEAR MET-
ALS CONTINUES WITH
LITTLE CHANGE IN
CONTAMINATION DE-
TECTED.

LL-65216
SEPTEMBER 18, 2019
AUGUST 29, 2019
LUBE OIL
8-958
8/6/19
74.5 SECS.
ih.11 G5F.
7
0.4%
2.1%
40 WT.
2.5%

SERIOUS PROBLEM UN-
LIKELY. NO UNUSUAL
WEAR OR CONTAMINA-
TION FOUND.

LL-65498
NOVEMBER 14, 2019
NOVEMBER 8, 2019
LUBE OIL
11-218
11/5/19

76.4 SECS.
14.62 CST.
7.8

0.4%

0.1%

40 WT.

SLIGHT DECREASE IN
MOST WEAR METALS

FOUND.

LL-65932
FEBRUARY 21, 2020
FEBRUARY 1@, 2020
LUBE OIL
2-244
1/20/20
77.7 SECS.
14,93 CST.
7.5
?.4%
@.1%
LD WT.
NIL
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