NEW ORLEANS PUBLIC
BELT RAILROAD
o JOSH HARPER/BANJO
LI:XBOR(')E SAMPLE IS CLEAN AND
ORIES DRY. NORMAL WEAR
‘ INC. LEVELS FOUND. PROB-
! 1650 AIRUNE DRIVE LEM UNLIKELY.

| KENNER, LA 70062

(504) 464-1734

INVOICE NO.

REPORT DATE:
_PRODUCT
LAB_NUMBER
_DATE SAMPLED
VISC. SUS @ 100 F

__VISC. KIN @ 108 F

___PENTANE INSOLUBLES

WATER

_METALS 1IRON
_IN
_ PPM__ ALUMINUM
_CHROMIUM
_ COPPER
_ MAGNESTUM
. SODIUM
. NICKEL
____LEAD
. SILICON
___TIN

BORON
BARTUM

S p————— S ———— Y —— . <t N S ———— e et e
! { | { E

VANADIUM

_ MANGANESE

~ CALCIUM
PHOSPHORUS
st

_ SILVER |

 TITANIUM

MOLYBDENUM

ziNe

LL-64071
FEBRUARY 5, 2019
JANUARY 18, 2009
COMPRESSOR OIL

LOCO 4002
COMPRESSOR

NORMAL INCREASE IN
WEAR AND CONTAMINA-
TION FOUND. NO COR-
RECTIVE ACTION NEC-
ESSARY.

LL-64599
MAY 21, 2019
MAY 7, 2019
COMPRESSOR OIL

CP #075

SERIOUS PROBLEM
UNLIKELY. NO CON-
TAMINATION FOUND.
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AUGUST 29, 2019
COMPRESSOR OTL
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